
    

Composition

90% industrial hemp 
fiber
10% biocomposite 
fibers

tw

Density 35,5 kg/m3 EN 1602

Thermal Conductivity 0,040 W/mK EN 12 667

Reaction to fire D-s1, d0 EN 13 501-1

Flame retardant  (<1%) ammonium salt

Specific heat capacity 1800 J/kgK EN ISO 10456

 


